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West Virginia Division of Highways 
Hot-Mix Asphalt Quality Control Gradation Test Results 

T400 Number: Source: Mix Type: 

Sieve 
Size 

Lab Number 
Date 
Time 

Design 
Tolerance Percent Passing 

2 in (50 mm) 

1 ½ in (37.5 mm) 

1 in (25 mm) 

¾ in (19 mm) 

½ in (12.5 mm) 

3/8 in (9.5 mm) 

No. 4 (4.75 mm) 

No. 8 (2.36 mm) 

No. 16 (1.18 mm) 

No. 30 (600 µm) 

No. 50 (300 µm) 

No. 200 (75 µm) 
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